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Issued to

ITS COATING PRIVATE LIMITED J.0.No. 412-182-2784 REV

10-11, CREATIVE STATE, N.M JOSHI MARG Reg.No. 1367604

LOWER PAREL (E), MUMBAI-40001 1 Date 02-01-2015

MUMBAI - 400011, MAHARASHTRA GC-01 (REV-04)
Your Ref.No. -

Kind Attn: DEEPALI NIKAM , ASSTT. MANAGER

(REGULATORY AFFIRS)

Sample Particulars : Date 26.11.2014

One sample described as ITherm Thermoplastic Road Marking Material BS-3262 Standard Colour; White Batch No:
AE/BS/12/11/2014 was received.

“The sampling was not carried out by Shriram Institute for Industrial Research. The sample details provided in the test certificate
are based on declaration by the party”

Revised Report of Report No . 351937 DT. 22.12.2014

TEST RESULTS
RESULT: (AS PER BS 3262 Pt-1-1989 )
S.no.  Test Observation Requirement Conformity
N Softening point °C 96 Not less than 65 Yes
2\ Luminance Factor, % 89 Shall be not less than 70 Yes
X Skid Resistance 50 Shall be not less than 45 Yes
4, Binder Content, % 20 20£2 Yes
5. Glass Bead Content, \ 20 20 Min Yes
(% by Wt.)
6. Aggregate together with 80 82+2 : Yes

Pigment, Extender & Solid
Glass Beads, %

W Flow Resistance, % 2 Shall be not more than 25 Yes

8. Heat stability followed 84 Shall be not less than 65 Yes
by Luminance factor, %

ok ok
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