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Instaglo, Type B Glass Beads

Received 5kg sample of glass beads in a ziplock cover labelled
as received sample in 5 kg polythene bag, labelled as, Instaglo
Type B Glass Beads, Drop On - BS 6088, Batch No:20190609,
Mfg date- 09 June 2019.
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On the lines of MORTH 803.4 for the following parameters only.
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Sl No. Test Name Test Result Limit

1 Retained on 850 0 0 -5 percent by mass

micron

Sieve,percent by

2 Retained on 600 13 5- 20 percent by mass
micron
Sieve,percent by

3 Retained on 300 71 30 - 75 percent by mass
micron
Sieve,percent by

4 Retained on 180 16 10-30 percent by mass
micron
Sieve,percent by

5 Below 180 0 0-15, percent by mass
micron,percent by
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6 Roundness,percent 80 Min. 70%
by mass
7 Free flowing Satisfactory. The glass beads shall be free
properties of hard lumps and clusters
and shall pass the free flow
. test
8 Appearance Glass beads are transparent, White powder

colourless and free from milkiness,
dark particles and excessive air

inclusions.
Teomft NA
Miote )
:  The sample meets the requirement of Type 2 Glass beads for the aforesaid specification
Frna in respect of the tested parameters.
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